
Testing specifications as per the following Table; 

Property Test Method 

Freeness Tappi T227 om-09 

Brightness ISO 2470:2009 

Disintegration ISO 5263-3 (2004) 

Handsheet properties Tappi T220 sp-06 

Fibre Length ISO 16065-2:2007 

Shive Content Tappi T274 sp-09 (Pulmac 0.15mm) 

Pitch Content Tappi T201 cm-07 

Dirt Tappi T563 om-08 (modified) 


